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or physical effect. Such adjuvants may
include substances generally recog-
nized as safe in food, substances used in
accordance with prior sanction, and
substances permitted under applicable
regulations in this part.

(c) Specifications. (1) Inherent viscos-
ity of a 0.50 percent solution of the
polymer in phenol/tetrachloroethane
(60/40 weight ratio) solvent is not less
than 0.6 as determined using a Wagner
viscometer (or equivalent) and cal-
culated from the following equation:
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where:

Nr=Ratio of flow time of the polymer solu-
tion to that of the solvent and c=polymer
concentration of the test solution in
grams per 100 milliliters.

(2) Poly(tetramethylene
terephthalate) in the finished form in
which it is to contact food shall yield
total extractives as follows:

(i) Not to exceed 0.08 milligram per
square inch of food contact surface
when extracted for 2 hours at 250 °F
with distilled water.

(ii) Not to exceed 0.02 milligram per
square inch of food contact surface
when extracted for 2 hours at 150 °F
with n-heptane.

(iii) Not to exceed 0.04 milligram per
square inch of food contact surface
when extracted for 2 hours at 212 °F
with 3 percent aqueous acetic acid.

(iv) Not to exceed 0.02 milligram per
square inch of food contact surface
when extracted for 2 hours at 65.6 °C
(150 °F) with 50 percent ethanol.

[42 FR 14572, Mar. 15, 1977, as amended at 50
FR 20748, May 20, 1985; 52 FR 20069, May 29,
1987]

§ 177.1670 Polyvinyl alcohol film.

Polyvinyl alcohol film may be safely
used in contact with food of the types
identified in § 176.170(c) of this chapter,
table 1, under Types V, VIII, and IX, in
accordance with the following pre-
scribed conditions:

(a) The polyvinyl alcohol film is pro-
duced from polyvinyl alcohol having a
minimum viscosity of 4 centipoises
when a 4-percent aqueous solution is
tested at 20 °C.

(b) The finished food-contact film for
use in contact with Food Types V or
IX, when extracted with the solvent
characterizing the type of food and
under the conditions of time and tem-
perature characterizing its intended
use as determined from tables 1 and 2
of § 176.170(c) of this chapter, yields
total extractives not to exceed 0.078
milligram per square centimeter (0.5
milligram per square inch) of food-con-
tact surface when tested by ASTM
method F34–76 (Reapproved 1980),
‘‘Standard Test Method for Liquid Ex-
traction of Flexible Barrier Materials,’’
which is incorporated by reference.
Copies may be obtained from the Amer-
ican Society for Testing Materials, 1916
Race St., Philadelphia, PA 19103, or
may be examined at the Office of the
Federal Register, 800 North Capitol
Street, NW., suite 700, Washington, DC
20408.

(c) The finished food-contact film
shall not be used as a component of
food containers intended for use in con-
tact with water.

[42 FR 14572, Mar. 15, 1977, as amended at 49
FR 10110, Mar. 19, 1984]

§ 177.1680 Polyurethane resins.
The polyurethane resins identified in

paragraph (a) of this section may be
safely used as the food-contact surface
of articles intended for use in contact
with bulk quantities of dry food of the
type identified in § 176.170(c) of this
chapter, table 1, under Type VIII, in ac-
cordance with the following prescribed
conditions:

(a) For the purpose of this section,
polyurethane resins are those produced
when one or more of the isocyanates
listed in paragraph (a)(1) of this section
is made to react with one or more of
the substances listed in paragraph
(a)(2) of this section:

(1) Isocyanates:

Bis(isocyanatomethyl) benzene (CAS Reg.
No. 25854–16–4).

Bis(isocyanatomethyl) cyclohexane (CAS
Reg. No. 38661–72–2).

4,4′-Diisocyanato-3,3′-dimethylbiphenyl (bi-
tolylene diisocyanate).

Diphenylmethane diisocyanate.
Hexamethylene diisocyanate.
3-Isocyanatomethyl - 3,5,5 - trimethylcyclo-

hexyl isocyanate.
4,4-Methylenebis(cyclohexyl isocyanate).
Toluene diisocyanate.
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